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Metal-insulator transition in AC60: RbC60 and KC60

K. Khazeni, Vincent H. Crespi, J. Hone, A. Zettl, and Marvin L. Cohen
Department of Physics, University of California at Berkeley, Berkeley, California 94720

and Materials Sciences Division, Lawrence Berkeley Laboratory, Berkeley, California 94720
~Received 9 June 1997!

At zero pressure polymerized RbC60 is an insulator, whereas polymerized KC60 is a metal with a slight
low-temperature resistive upturn. We report measurements of the resistivity of RbC60 under pressure, finding
a hysteretic resistive transition in RbC60 near 200 K at 5 kbar, at which point the material transforms from
insulator to metal. Correcting the resistivity to constant volume, both materials are metallic below the transition
with a common low-temperature resistive upturn which is suppressed under compression.
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The interfullerene covalent bonds ofAC60 (A5K,Rb!
promise novel physics distinct from other alkali-dop
fullerene materials. Slow cooling through 400 K conve
AC60 from the rocksalt structure to a polymerized orth
rhombic phase where each C60 molecule shares two covalen
bonds with opposite neighbors.1,2 One puzzle of theAC60
materials has been the qualitative difference in transp
properties for only slight differences in structure, behav
which seems to contrast markedly with the uniform scal
in lattice constant observed in theA3C60 phases.3 Whereas at
zero pressure KC60 is metallic between 400 K and 50 K
RbC60 and CsC60 are semiconducting.4–6 The K and Rb ma-
terials differ only slightly in the interchain distance. In add
tion, infrared and electron spin resonance measuremen7–9

in the Rb and Cs compounds suggest a magnetic trans
near 50 K which has not been observed in polymerized
60.10 The sensitivity of transport properties to lattice co
stant in theA3C60 compounds3,11 motivates a pressure stud
of AC60 to search for the source of the qualitative differenc
between these uniquely polymerized doped fullerene ma
als.

C60 single crystals were doped to stoichiometryAC60
(A5K, Rb! at 670 K. The samples were then cooled slow
to room temperature and soaked in toluene for 10 day
remove possible minority phases. Details of the prepara
are described elsewhere.5 X-ray diffraction measurements fo
both materials closely matched previously publish
spectra.2 Resistivity measurements used the standard fo
probe technique with silver paint on gold pad contacts. T
resistivity of each material was first measured at zero p
sure from 300 to 4.2 K. The samples were then transferre
a self-clamping pressure cell where several kbar of hyd
static pressure were locked in at room temperature u
Fluorinert FC-75 as the pressure medium. The resistivity
each sample was again measured from 300 to 4.2 K.
pressure decreases as the temperature is lowered due
difference in the thermal expansions of the pressure med
and the cell. Hence, the pressure was monitored as a fun
of temperature with a calibrated manganin coil. The pro
dure was repeated for larger clamping pressures.

As shown in Fig. 1, KC60 at zero pressure is metallic wit
a slight resistive upturn below 50 K. The upturn broade
and diminishes under hydrostatic pressure, disappearing
560163-1829/97/56~11!/6627~4!/$10.00
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der 6 kbar. The data for 8 kbar clamping pressure were
tended down to 1.5 K without evidence of supe
conductivity.12 External pressure strongly reduces the res
tivity at all temperatures. This sensitivity to pressure mo
vates a conversion to constant volume to account for b
thermal expansion and the variations in pressure during
temperature sweeps.

The correction to constant volume uses the measu
pressure dependence of the resistivity, the thermal expan
coefficient of KC60 @DV/V53.131025 K 21 ~Ref. 13!# and
the bulk modulus of KC60 ~400 kbar! measured by x-ray

FIG. 1. Upper curves are the temperature-dependent resist
of KC60 at zero pressure and four clamping pressures labeled by
pressure in kbar at 4.2 K and 300 K. The lower curves are
constant-volume resistivity labeled by the fraction of t
(P,T)5~0,0! volume occupied atT50. The dashed line is theP
50 resistivity. Constant-volume results above this line extrapo
beyond the measured pressures. The jitter in the constant-vo
resistivity is due to fluctuations in the fitting parameters and is
physical.T50 is offset slightly for clarity.
6627 © 1997 The American Physical Society
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diffraction at pressures up to 30 kbar.14 The high-
temperature thermal expansion coefficient is matched a
K to a T3 form which smoothly flattens the low-temperatu
thermal expansion.15 To derive the constant-volume resisti
ity, the five measured (R,P) points at each temperature a
fit to a smoothly varying function which allows interpolatio
to the pressure required for the maintenance of a cons
volume.16 Many alternative interpolation techniques we
tested to ensure that the results were not sensitive to
idiosyncracies of any particular fitting function.17 The cor-
rection to constant volume shown in the lower curves of F
1 accentuates the metal-insulating transition. Although d
above theP50 line extrapolate outside measured pressu
the results suggest a more pronounced resistive upturn oc
ring at higher temperatures in KC60 under lattice dilation.

A similar pressure study of RbC60 in Fig. 2 reveals a
sharp resistive transition near 200 K and a strong suppres
of the low-temperature resistivity. The transition bridges
ther two insulating phases, a metal and an insulator, or
metallic phases depending on the clamping pressure. T
curves have been reproduced under both increasing and
creasing pressure. The transition is apparently first orde
evidenced by the resistive hysteresis shown in detail for
5.2 kbar clamping pressure. Although the origin of the tra
sition is at present unclear, it is well defined, reversible
temperature~with a slight hysteresis!, and precisely repro-
duced in a second sample, results which betoken the dis
ery of a bulk phase transition. The detailed character of
transition towards metallic behavior is obscured by the va
tions in volume across the temperature range.

Once again we correct the data to reveal the constant
ume resistivity. The correction uses the same technique
for KC 60 with our measured bulk modulus of 580 kbar~Ref.
14! for RbC60. In the absence of a direct measurement,

FIG. 2. Upper curves give the temperature-dependent resist
of RbC60 at zero pressure and five clamping pressures. Nume
labels give the pressure in kbar at 4.2 K and 300 K. The inset sh
the hysteresis in the 5.2 kbar clamping pressure data. The lowe
of curves shows the constant-volume resistivity, labeled by the f
tion of the (P,T)5~0,0! volume occupied atT50. The inset shows
the variation in the resistive feature with volume.
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thermal expansion coefficient is taken to be the same as
KC 60.18 The correction to constant volume clarifies the ch
acter of the resistive transition. At large volumes the tran
tion spans two semiconducting phases. Under compres
the low-temperature phase gains metallic character until
material becomes metallic over the entire temperature ra

Above the resistive transition RbC60 at constant volume is
semiconducting for the larger volumes. Although the res
tivity range is insufficient to unambiguously identify act
vated conduction, fits to such a form yield activation en
gies which collapse from roughly 200 K to zero as theT
50 volume decreases from 1.0 to roughly 0.996 times
volume at (P,T)5~0,0!. As volume increases, the high
temperature insulating behavior is stabilized. Since the tr
sition occurs near 200 K for a constant volume equal to
(P,T)5(0,0) volume and the transition temperature d
creases with increasing volume, the zero pressure
should apparently span the transition at some tempera
below 200 K.

The behavior of RbC60 below the transition is similar to
that seen in KC60. Figure 3 compares the low-temperatu
resistivities of both materials. At these volumes both mate
als show metallic behavior below 180 K with a low
temperature resistive upturn which is suppressed under c
pression. Although the two sets of curves differ in detail~for
example, RbC60 exhibits a greater sensitivity to compre
sion!, one must keep in mind that the correction to const
volume is prone to detailed uncertainties due to differen
in the anisotropies of the thermal expansion and the co
pressibility both within and between the two materials. T
qualitative similarity of the low-temperature transport
these compounds suggests similar transport regimes
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s

set
c-

FIG. 3. Comparison of the low-temperature constant-volume
sistivities of KC60 and RbC60. Volumes in KC60 are 1.005, 1.003,
1.002, 1.001, 1.00, 0.998, 0.997, 0.996, 0.99, and 0.98 of
(P,T)5~0,0! volume, respectively. Volumes in RbC60 are 0.999,
0.9985, 0.998, 0.9978, 0.9975, 0.997, 0.996, and 0.995 of
(P,T)5~0,0! volume. The (P,T)5~0,300! volume of RbC60 is
roughly 1.01 times that of KC60 ~Ref. 2!.
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~K,Rb!C60 once the Rb-doped material passes through
phase transition near 200 K.21

Geometric uncertainties complicate measurements of
absolute value of the resistivity. To our knowledge the sm
est literature values for the room-temperature resistivities
KC 60 ~3 mV cm! ~Ref. 19! and RbC60 ~9 mV cm! ~Ref. 9!
imply a room-temperature resistivity of roughly 1 mV-cm
for either material at its (P,T)5~0,0! volume. This value is
consistent with borderline metallic conduction, a regime
sociated with a strongly pressure-sensitive resistivity.

We now consider the origins of the two main resisti
features: the sharp transition near 200 K in RbC60 and the
smooth low-temperature resistive upturn in both materi
Although these complex materials have yet resisted a c
plete physical understanding, the dimensionality of the e
tronic structure, influence of domain walls, and the chara
of the interfullerene bonding all appear to be relevant to
interpretation of the transport. We first consider the lo
temperature resistive upturn observed in both materials.
magnetic transition has been observed in KC60. A pressure
of 4 kbar in RbC60 eliminates the resistive upturn20 but only
slightly suppresses the magnetic transition. For these
sons, the low-temperature resistive upturn appears not t
associated with a magnetic transition. However, a puzzle
mains in that a clear resistive feature of the magnetic tra
tion cannot be seen in the dc resistivity under pressure.

The similarity of KC60 and RbC60 only below the 200 K
transition suggests that perhaps this transition removes a
lient periodic structural difference between the materials,
difference in either the covalent bonding between neighb
ing fullerenes or the ratios of the unit cell dimensions.
KC 60 the two pairs of bonded atoms form a square wher
in RbC60 the interfullerene bonds between pairs are sho
than the intrapair bonds on either fullerene. Such a struct
difference might affect transport through either a change
electronic bandwidth22 or a strain-induced modulation of in
terdomain conduction. Alternatively, the transition may
duce near-universal behavior by harmonizing the ratios
the three orthorhombic lattice constants in KC60 and RbC60.
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To better understand insulating behavior in~K,Rb!C60 we
consider the initial process of polymerization. Before po
merization, the material is an essentially fcc lattice of C60
balls with interstitial alkali-metal atoms. Polymerization co
tracts the lattice along thea axis. This strain should eventu
ally increase the distance to the next unpolymerized ball s
ficiently to arrest the polymerization within that domai
yielding domains separated by well-defined boundaries.7 An
understanding of interdomain conduction then depends
the intradomain electronic dimensionality since the least
sistive interdomain contacts would be less accessible
lower dimensional systems. The small axial bandwidth d
to incompatible on-ball and interball bonding geometries i
plies a surprisingly three dimensional band structure at
KC 60 lattice constant. A slight dilation in the lattice the
suppresses interchain hopping and creates a nearly
dimensional metal.22 From this point of view the primary
features of the pressure-dependent resistivity could a
from an interplay of interdomain conduction and intradoma
structural and electronic properties, with the suppression
the low-temperature resistivity under pressure arising prim
rily from pressure-dependent interdomain conduction.23

Alkali-doped fullerenes are distinguished by a large th
mal expansion and a narrow-band electronic structure wh
is sensitive to both lattice constant and the degree and c
acter of interfullerene bonding. The transitions from metal
insulator in AC60 illustrate the necessity of accounting fo
thermal expansion in interpreting the transport properties
molecular metals. Under constant volume, similar resist
behavior in KC60 and Rb60 is uncovered, motivating furthe
search for regularities in this unique family of doped cryst
line polymers.
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